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ABSTRACT 

In this study, an automated adaptive mesh control scheme, based on local mesh modifications, is developed for the finite element 
simulations of 3D metal forming processes. Error indicators are used to control the mesh discretization errors, and a consecutive 
h-adaptive procedure is conducted. The mesh size field used in the h-adaptive procedure is processed to control the geometric 
approximation errors on the evolving workpiece boundary mesh. During the simulations the workpiece mesh is adaptively 
enriched whenever the mesh is no longer acceptable. Industrial problems are investigated to demonstrate the capabilities of the 
developed scheme.  
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1.  INTRODUCTION 

The manufacturing and testing process of aerospace 
components is expensive and difficult.  Mathematical 
modeling tools have been developed to reduce/replace the 
historic trial and error process. As a mathematical tool, the 
finite element method has been widely used to simulate 
metal forming problems like forging, extrusion, rolling, 
etc., where the mesh of the workpiece evolves to represent 
the material flow. These processes often require the mesh 
of the deformed workpiece to be enriched whenever the 
mesh becomes unacceptable due to severe distortion or 
workpiece-die interference occurring during the 
incremental flow process. In these cases, it is necessary to 
replace the deformed mesh with an updated mesh, which is 
better-conditioned and consistent with the current 
configuration [1-5]. History dependent state variables also 
need to be accurately transferred from the old mesh to the 
new mesh [1,3]. 

Most procedures developed to update the deformed mesh of 
the workpiece apply automatic mesh generation techniques 
to generate a completely new mesh [1-9]. Typically, a 
remeshing process includes the following steps: 1) Update 
the boundary mesh representation; 2) Generate a new mesh; 
and 3) Transfer the history-dependent field variables from 

the old mesh to the new mesh. In remeshing process, the 
entire domain of the workpiece is remeshed, even though 
there might be only a limited number of elements that need 
to be modified. The workload in this process could be 
decreased significantly by applying local modification 
operators.  

The emphasis of the developed procedures is the effective 
enrichment of the deformed mesh. The mesh enrichment 
process is carried out by applying local mesh modification 
operators. An adaptive procedure built on discretization 
error indicators is used for the calculation of the mesh size 
field. In addition the mesh size field is modified to help 
control geometric approximation errors in the next set of 
simulation steps. The simulation process is automated by 
combining the adaptive mesh control procedure with the 
forming analysis engine to enable continuous automated 
simulation. 

This paper is organized as follows: An overview of 
adaptive mesh modification for evolving geometries is 
given in Section 2. The model topology update process is 
discussed in Section 3. Section 4 is dedicated to definition 
of the mesh size field. The controlled mesh modification 
process is explained in Section 5. Example problems from 
industrial applications are given in Section 6, and finally 
some conclusions are drawn in Section 7. 



 
 

2. OVERVIEW OF ADAPTIVE MESH 
MODIFICATION FOR EVOLVING 

GEOMETRY PROBLEMS 

In metal forming simulations, the workpiece undergoes 
large plastic deformation that results in major changes in 
the geometry of the model and the mesh. Mesh enrichments 
are usually needed due to two reasons (i) element shapes 
degrade or (ii) discretization errors become too large. In the 
updated mesh, it is the quality of elements that determines 
how many time steps can be taken before the next mesh 
enrichment is needed. For this reason, special care is given 
to the mesh enrichment process. 

DEFORMTM [10] is the FEM engine used in this effort. 
DEFORM is tailored for large deformation modeling, and it 
can analyze various forming and heat transfer processes.  
The formulation of the engine is given in Kobayashi et al. 
[11]. The engine supports rigid, elastic and thermo-
viscoplastic material models, and it has an extensive 
material database for many alloys.  

Mesh enrichment process used in this study includes the 
following steps: 

Update the model topology: During the simulation steps the 
geometry and topology (in terms of contact surfaces) of the 
workpiece model evolve. Therefore, a consistent model 
topology must be constructed before mesh modifications. 
In this study, the model is defined as a non-manifold 
topological model that reflects the contact configuration as 
it evolves during the simulation. 

Determine the new mesh size field: Mesh modifications are 
conducted based on the mesh size field. In this study, the 
mesh size field is determined by an h-adaptive procedure 
guided by error indicators and geometric approximation 
control. 

Apply mesh modification operations: Once the mesh size 
field is obtained, the mesh is modified by using local mesh 
modification operations. History dependent solution fields 
are also transferred incrementally during these operations. 

3. MODEL TOPOLOGY UPDATE 

In a forming simulation, the geometrical components 
consist of the workpiece geometry, die geometries and die 
motions. To properly perform an automated forming 
simulation, a topological description of the evolving 
workpiece boundary must be available to reflect the 
simulation status so that the workpiece boundary and the 
analysis attributes are appropriately maintained during the 
mesh updating. 

Since a FEM engine will only track nodal contact 
information, a procedure is needed to update the 
topological representation of the workpiece boundary 
before each mesh enrichment step.  The mesh model to be 
constructed needs to provide a consistent geometric 
interpretation of the contact boundary conditions between 
the workpiece mesh and the die surfaces, which are 
extracted from the solution information in terms of nodal 

contact. The radial edge topology structure [12,13] given in 
Figure 1 is used to express the topological model of the 
workpiece domain.  

 

Figure 1. The radial edge topology structure for 
model 

Given the mesh topology [14] and nodal contact conditions, 
mesh model construction steps can be summarized as 
follows with the aid of Figures 2-4, where  represents a 
mesh vertex in contact and  represents a mesh vertex not 

in contact, and 2[ C
d
i GM i  indicates a boundary mesh entity 

classified in contact and 2[ F
d
i GM i  indicates a boundary 

mesh entity classified not in contact: 

1. All boundary mesh vertices are marked according 
to the nodal contact conditions. The markings 
reflect if the mesh vertices are in contact with the 
specific die surfaces; 

2. For each boundary mesh face, mark it in contact 
if all its bounding mesh vertices are in contact 
with the same die surface, or not in contact 
otherwise. The markings of boundary mesh faces 
are illustrated in Figure 2; 

3. Consider next the boundary mesh edges. If such a 
mesh edge bounds only one contact mesh face, or 
does not bound any contact mesh faces but its 
two bounding mesh vertices are in contact with 
the same die surface, classify it on a model edge 

1
jG ; otherwise classify it on a model face 2

jG . 

Classifications of boundary mesh edges are 
illustrated in Figure 3, where the thickest lines 
indicate the mesh edges classified on model 
edges; 

4. Consider each boundary mesh vertex. If it is 
marked in contact and does not bound any mesh 
edges classified in contact with a die surface, 

classify it on a model vertex 0
jG ; otherwise count 

the number of its adjacent model edge classified 
mesh edges. In the latter case, if the number is 1 
or greater than 2, classify it on a model vertex 

0
jG ; or if the number equals to 2, classify it on a 

model edge 1
jG . In other cases, classify it on a 

model face 2
jG . Classifications of boundary 

mesh vertices are illustrated in Figure 4;  



 
 

5. Model edges are defined by the appropriate 
collecting of mesh edges classified on model 
edges that connect together; 

6. Model faces are defined by collecting of mesh 
faces classified in contact with specific die 
surfaces or on the free surfaces that are bounded 
by loops of model edges. 

When the essential boundary conditions are applied, 
additional care is needed so that the model topology 
defined also reflects those boundary conditions. 

The above process naturally results in a mesh model, in 

which all mesh entities ji d
j

d
i GM [  classified on a specific 

model entity jd
jG , where 2££ ji dd , have the identical 

boundary conditions. This enables the automatic 
maintenance and delivery of contact (and other BC's if 
defined) for the workpiece mesh during the local mesh 
modifications applied on the workpiece boundary. A mesh 
model constructed is shown in Figure 5, where a single 
shell consisting of 3 contact model faces and 1 free model 
face is defined (the third contact model face is at the 

bottom). All mesh entities, d
iM  where 20 ££ d , 

classified on any contact model face and its closure, are in 
contact with the same die surface.  

 

Figure 2. Marking boundary mesh faces  

 

Figure 3. Classifying boundary mesh edges  

 

Figure 4. Classifying boundary mesh vertices 

 

Figure 5: A mesh model for deformed object 

4. MESH SIZE FIELD SPECIFICATION 

Mesh discretization errors arise from the use of a finite 
dimensional solution space defined in terms of polynomial 
basis functions over a set of mesh entities. When the order 
of the polynomial basis function approximation is fixed, 
these errors directly depend on the mesh size and vanish as 
the mesh size approaches zero. Accordingly, these errors 
can be controlled by employing an h-adaptive analysis 
process when the mesh size is controlled through the 
domain. In this study, a mesh size field is built using error 
indicators and processed to control geometric 
approximation errors. 

 4.1 Error Indicators 

A recovery-based a posteriori procedure developed by 
Zienkiewicz and Zhu (ZZ) [15] is used. The recovered 
solution is obtained based on the projection of effective 
strain field and is adopted to replace the exact solution in 
obtaining the element error indicators.  The error 

tee  for 

an element t  is given in 2L  error norm by  
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where e  and he  are respectively the exact value and the 

finite element approximation of effective strain. Since e  is 

unknown, an “ improved”  solution *e  is obtained by the 
recovery procedure and used as an indicator of the 
elemental error te |||| e : 
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where n is the total number of the elements within the 
domain W¢. Furthermore, the error can be interpreted by 
taking the relative percentage error h  defined as: 

Contact surface 1 Contact surface 2 

Free surface 
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where *e  is the corresponding norm of the recovered 

solution over the domain W¢.  

4.2 An H-Adaptive Procedure 

Based on the element error indicators and convergence rate 
of the finite element method, the mesh adaptivity can be 
readily performed to satisfy certain mesh optimality 
criteria. A general requirement is to ensure a minimum 
percentage error in certain (energy or 2L ) norm to be 

achieved so that 

          hh ˆ£                                        (5) 

is met, where ĥ  is the maximum allowed relative 
percentage error. 

The optimal mesh will have the same contribution from 
each element to the total error. Adopting an h-adaptive 
method, the desired size of the elements in the new mesh is 
defined by: 

   ttt rhh oldnew ´=                              (6) 

where oldht and newht denote the current characteristic size 

of an element t  and the expected characteristic size of the 
new elements inside the subdomain covered by element t , 
respectively. The element size factor tr  is computed from 

the estimated element errors based on the following 
equation [16]: 
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where d  and p  are respectively the dimension and order 

of the elements. In this study, 3=d and 1=p . 

Figure 6 shows an input mesh and an adapted mesh. As can 
be seen from the figure, a finer mesh is obtained where the 
strain gradients are high. 

4.3 Processing the Mesh Size Field to 
Control Geometric Approximations 

The mesh size field is adjusted to satisfy the further 
requirements over the workpiece boundary mesh to reduce 
geometric interference (penetration) between the workpiece 
mesh and the die surfaces, and to control mesh gradation 
around small model edges and faces that are subject to 
substantial deformation in future steps. 

 
(a) Input mesh with effective 

strain field 

 
(b) Updated mesh with effective 

strain field 

Figure 6. Adaptive mesh enrichment based on 
error indicators for effective strain 

Geometric interference (GI) 

The workpiece boundary can become overlapped with the 
die geometries during the forming analysis [6,8,10,17]. It 
has been observed that an important source of geometric 
approximation errors due to workpiece-die overlap leads to 
inaccurate representation of the die-workpiece interaction 
and therefore results in underestimation of required 
forming load and overestimation of required filling material 
[10]. Various methods have been devised to control the 
overlap in the remeshing-based procedures [8,10,17]. The 
die-workpiece interference is generally adopted to measure 
the physical overlap between the workpiece and die 
geometries. It can be defined as DW QQ Ç=d , where 

WQ and DQ  represent the domains of the workpiece and 

dies, respectively. In order to improve the simulation 
results, it is desired to control the geometric interference in 
the updated mesh. 

One of the widely used measures for quantifying the 
amount of d  is interference depth [8,10,17]. Generally, 
interference depth is defined as the minimum translational 
distance required to separate two overlapping objects. In 
forming simulations, interference depth is usually assessed 
as the distance from the middle point of a mesh edge with a 
contact node at each end to the die surface in the inner 
normal direction innern

�
 of the workpiece boundary at the 

middle point [10,17] as illustrated in Figure 7a, where  
represents a mesh vertex in contact. Denoting the allowed 
interference amount as pd , if pdd ³  at any portion, it is 

regarded that the die-workpiece interference has become 
exceeding (too large) and needs to be reduced. 

GI calculation based on examination of single location 
would clearly be unsuitable in the situations illustrated in 
Figures 7.b, c and d.  The GI would be computed as zero in 
Figure 7b and much smaller than the actual amount in 
Figure 7c. For the case shown in Figure 7d where  
represents a mesh vertex not in contact, which often occurs 

in the incoming region, since the mesh edge 1
mM  is 

bounded by one free mesh vertex 0
iM and one contact 

mesh vertex 0
jM , it is not considered at all. As a remedy, 



 
 

in the developed procedure, interference depth is computed 
as the maximum value among the distances measured from 
multiple locations (points) along a boundary mesh edge 

d
ji GM [1  of the workpiece to a die surface in the inner 

normal direction innern
�

 of the workpiece boundary, where 

21 ££ d  and 1
iM  is bounded by 1 or 2 contact mesh 

vertices. This approach is illustrated in Figure 8, where 3 
measuring points are taken and the computed GI is likely to 
be closer to the actual GI than that computed in Figure 7b 
and 7c. To calculate the workpiece-die distance at multiple 
points efficiently, a searching structure based on an octree 
[18] is adopted.  

 

(a) Measure of GI based on 
middle point distance 

 

(b) Problematic “Zero”  GI 

 
 

(c) Smaller GI than actual 

 

(d) Situation not covered 

Figure 7. A middle-point based GI Measure  

  

Figure 8. A 3-point based GI Measure 

In such a searching procedure, an octree is built by 
subdividing a die surface into multiple subsurfaces 
recursively until each terminal octant contains a limited 
number of mesh faces. Denote the values minx , maxx , 

miny , maxy , minz  and maxz , which satisfy the inequalities 

for any point ( )zyxP ,,  within a mesh face, 

maxmin

maxmin

maxmin

zzz

yyy

xxx

££

££

££

                                (8) 

the bounding box of the mesh face is defined by two 
corners located at ( )minminminmin ,, zyxX =  and 

( )maxmaxmaxmax ,, zyxX = . For the mesh face to be 

contained in a terminal octant, its bounding box must reside 
at least partially inside the terminal octant, namely 
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where, ( )min_min_min_min_ ,, oooo zyxX =  and 

( )max_max_max_max_ ,, oooo zyxX =  represent the lower and 

upper corner points of the octant respectively, and 0³tol  
is a tolerance defined according to the allowed GI, pd , in 

the simulation. In this study, we take ptol d´= 1.1  so that 

only the mesh faces contained in a specific terminal octant 
are considered to compute the workpiece-die distance at 
any point ),,( zyxQ  that satisfies: 
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Mesh edges on the contact surfaces exceeding the allowed 
GI are to be refined by altering the local mesh size field to 
capture the local geometric features on the die surfaces. 
Figure 9 shows an example application of GI control. 

 

 
 

(a) Input deformed workpiece 
mesh with exceeding GI 

 

 
 

(b) Updated deformed workpiece 
mesh with reduced GI 

Figure 9. Effect of GI reduction 

Mesh gradation control 

When small but required model features are defined by the 
topology update procedure, the mesh size field around 
those small model features is adjusted to avoid introducing 
a number of poorly-shaped elements due to large mesh 
gradation. In the local mesh illustrated in Figure 10, there is 

a short model edge 1
1G  bounded by two model vertices 0

0G  

and 0
1G . Denoting the length of 1

1G  as 1l  and the 

requested mesh size around 1
1G  as 1s . When 11 ls >> , a 

poorly-shaped element 2
0M  is to be introduced as shown in 

Figure 10a. Therefore it is desired to adjust 1s  close to 

1l so that a smooth mesh gradation is resulted as shown in 

Figure 10b. 

Contact surface Free surface 



 
 

 
(a) Poor mesh gradation 

 
(b) Improved mesh gradation 

Figure 10. Mesh size adjustment for good mesh 
gradation 

5. CONTROLLED MESH 
MODIFICATIONS 

Adaptive mesh control is executed through the applications 
of local mesh modification operations.  

5.1 Local Mesh Modification Operations 

Before discussing the enrichment processes, the local mesh 
modification operations are introduced, which include: 

·  Splitting of mesh edges, faces and regions 
·  Collapsing of mesh edges, faces or regions 
·  Swapping of mesh edges and faces 
·  Geometry modification of mesh vertices, edges 

or faces 

Splitting of mesh edges, faces and regions 

The most commonly applied splitting procedure is edge 
splitting. In the case of simplex elements, it is 
straightforward to define a set of templates to account for 
the edge splitting in the higher order mesh entities the edge 
bounds [19]. 

Collapsing of mesh edges, faces or regions 

There are a number of specific mesh entity collapsing 
operations that can be defined for the case of simplex 
elements. The most commonly applied collapsing operation 
is an edge collapse. The application of a requested 
collapsing operation is precluded if it would create a mesh 
invalidity [19]. Additionally, some application related 
geometric constraints may be applied to control the use of 
these operators. This will be discussed later. 

Swapping of mesh edges and faces 

Efforts to date on the development of mesh entity swapping 
procedures have been focused on simplex elements. In 3-D 
the swap operations are qualified and a variety of edge and 
face swapping operations have been defined. The 
application of a requested swapping operation is precluded 
if it would create a mesh invalidity [19]. 

Geometry modification of mesh vertices, edges or faces 

The positions of mesh vertices and the shapes of mesh 
edges and faces can be altered. In all cases, there is a limit 

to the amount of geometric change possible before one or 
more connected higher order mesh entities become invalid. 

5.2 Mesh Enrichment Process 

Given a desired mesh size field and an expected element 
shape criteria for the elements, the mesh enrichments are 
executed by the controlled applications of local mesh 
modifications. Whenever either element size or shape is not 
satisfied, a mesh enrichment is determined and performed 
to eliminate the deficiency and achieve the best satisfaction 
of the requested size and shape. 

5.2.1 Mesh entity refinement and 
coarsening 

When an element does not satisfy the local mesh size, mesh 
entity refinement or coarsening, considering control of the 
resulting mesh entity shapes, is executed. 

Mesh entity refinement is accomplished using splitting 
operations with edge splits being most popular due to their 
flexibility. It is always possible to introduce the desired 
mesh entity refinement in those cases where introduced 
mesh entities do not need to have their geometry modified. 
In the case where mesh entities are classified on a curved 
boundary of the model are split, it is necessary to modify 
the geometry of those mesh entities so they lie on the 
model boundary. These geometric modifications can 
invalidate the shapes of connected higher order mesh 
entities. In those cases additional mesh modification 
operators are applied to yield a valid mesh [20]. 

Many of the published mesh coarsening procedures are 
restricted to the reversal of previously executed refinement 
procedures. For the purposes of a more general mesh 
modification processes, a coarsening procedure based on 
mesh entity collapsing is more flexible. Edge-based 
collapsing procedures are well suited to most collapse 
needs. However, recent efforts indicate that other collapse 
operations are advantageous in specific circumstances. 
Since a specific collapsing operation may not be allowed 
due to its producing a mesh invalidity or large geometric 
approximation error, it is not always possible to execute a 
specific coarsening. 

5.2.2 Element shape improvement 

Element distortions in the workpiece mesh may cause 
degradation in the computed results or discontinue the 
simulation. Therefore, the distorted elements need to be 
detected and improved efficiently. The modified mean 

ratio, which is defined as
36

1

22 )15552( �
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ilV , where V is 

the volume of the tetrahedron and l i is the length of i-th 
mesh edge bounding the tetrahedron [21], can be used to 
evaluate the distortion level. The distortion factor is 1.0 for 
an equilateral element and a value of 0.0 indicates a zero 
volume element. Depending upon the acceptable distortions 
in the FE mesh, local modifications are made to improve 
the shape of the distorted elements. 



 
 

Mesh shape improvement efforts include node-point 
repositioning procedures and the application of local mesh 
modifications. Emphasis here is on the controlled mesh 
modifications. 

For a poorly-shaped tetrahedral mesh region, 3
iM , rank its 

six bounding mesh edges, 1
jM , where 61 ££ j , by the 

order of their lengths squared, 2
jl , as follows: 

                           2
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2
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2
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2
3

2
2

2
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When 2
6

2
1 ll << , the poor shape of 3

iM  is due to the exist-

ence of “short”  mesh edge(s), otherwise it must contain 
large dihedral angles. Figure 11 shows examples of poorly 
shaped elements taking the various configurations. Figures 

11a and 11b have the case of a short mesh edge, 1
0j

M . 

Figure 11c is the case of two large dihedral angles and 
Figure 11d is the case of three large dihedral angles. 
Accordingly, application of mesh modifications is guided 
by the two basic goals of: 

·  Removal of poorly-shaped mesh regions which 
contain “short”  mesh edge(s) through elimination 
of those “short”  mesh edges; 

·  Removal of the large dihedral angles based on 
operators keyed by the ordered mesh edge 
lengths and the adjacency information. 

 

(a) Due to “short”  mesh edge 

 

(b) Due to “short”  mesh edge and 
large dihedral angles 

 

(c) Due to 2 large dihedral angles 

 

(d) Due to 3 large dihedral angles 

Figure 11. Poor element shape due to “ short”  
edge(s) and/or large dihedral angle(s) 

Handling mesh regions containing “ short”  mesh edge(s) 

The options to eliminate a “short”  mesh edge include 
collapsing it by removing either its bounding mesh vertex, 
an appropriate swap operation, or repositioning its 
bounding mesh vertices. The topological restrictions on 
edge collapsing are discussed in detail by Cougny and 

Shephard [19]. The geometric restrictions on edge collapse 
require that all updated mesh regions have positive 
volumes.  

When elimination of the “short”  mesh edge(s) is not 
allowed geometrically, alternative consideration is to 
remove either its bounding mesh vertex by collapsing a 
mesh edge that connects to it within the local mesh such 
that the edge is eliminated by merging with a longer edge. 
An example to overcome the geometric restrictions in 2D is 
illustrated in Figure 12, where a “short”  mesh edge 1

1M  

bounds two poorly-shaped elements (mesh faces), 2
1M  and 

2
2M (Figure 12a). The first attempt is naturally to collapse 
1
1M  with the mesh vertex 0

1M  deleted as shown in Figure 

12b. However this leads to definition of an invalid mesh 

face 2
3M  which are bounded by mesh vertices 0

2M , 0
4M  

and 0
6M , and therefore is not allowed geometrically. As an 

alternative, one of the mesh edges connected to 1
1M  at 

0
1M can be collapsed with 0

1M  deleted. In Figure 12c, 

mesh edge 1
2M  is collapsed and in Figure 12d, mesh edge 

1
5M  is collapsed. Both these operations are allowed 

geometrically. The modification by collapsing 1
5M  (Figure 

12d) leads to the better local mesh quality and thus is 
selected to be applied. 

 

 
 

(a) 2 poorly-shaped mesh faces, 
2
1M and 2

2M , due to a “short”  

mesh edge 1
1M  

 

 
 

(b) Collapsing 1
1M  would cause 

an invalid mesh face, 
],,[ 0

6
0
4

0
2

2
3 MMMM  

 
 

(c) 1
1M can be eliminated by 

collapsing a neighboring mesh 
edge 1

2M with 0
1M removed 

 
 

(d) 1
1M can be eliminated by 

collapsing a neighboring mesh 
edge 1

5M with 0
1M removed 

Figure 12. Eliminate a “ short”  mesh edge by 
overcoming geometric restrictions  



 
 

Handling mesh regions containing large dihedral 
angle(s) 

A poorly-shaped mesh region containing no “short”  mesh 
edges must contain one to three large dihedral angles. 
Considering the possible effects on the local mesh, a simple 
deletion is preferred. Some of the cases when these 
elements arise happen when a flat mesh region has one or 
more mesh faces classified on a model face that is used by 
only one model region with the remaining mesh faces 
classified in that model region. In these cases, the mesh 
region can simply be deleted with the remaining mesh faces 
and model region classified mesh edges and vertices 
reclassified on the model face on which the deleted face(s) 
were classified. 

When a mesh region containing large dihedral angle(s) can 
not be removed by a simple deletion, the situation needs to 
be analyzed based on the adjacency information to 
determine the most desired mesh modification to  eliminate 
as many large dihedral angles as possible. Consider the 
case shown in Figure 11d, where  mesh edges, 1

0j
M , 1

1j
M  

and 1

2j
M , bounded by mesh vertex 0

3i
M , are the three 

shortest mesh edges within element 3
iM . It is possible to 

eliminate all potential large dihedral angle(s) by collapsing 
one of these three mesh edges as shown in Figure 13a. If 
none of these mesh edges, 1

0j
M , 1

1j
M  and 1

2j
M , can be 

collapsed, an additional effort is to look at the shapes of the 
mesh faces bounded by them within the element, and to 
swap the longest mesh edge bounding a sliver mesh face if 
there exists one. The situation is illustrated in Figure 13b, 

where mesh face 2
0kM  bounded by mesh edges 1

0j
M , 

1

1j
M and 1

3j
M  is sliver, and the mesh edge 1

3j
M  is 

considered to be appropriately swapped. 

 
 

(a) Collapse mesh edge 1
2j

M with 

mesh vertex 0
3i

M to be deleted 

 
 

(b) Swap mesh edge 1
3j

M which 

bounds a sliver mesh face 2
0kM  

Figure 13. Part of efforts to remove a poorly-
shaped element with 3 large dihedral angles 

5.3 Geometry Shape Updates 

During the mesh enrichment process, the contact and free 
surfaces of the workpiece are carefully maintained through 
geometry shape updates to reduce geometric approximation 
errors. 
 

Treatment on new contact mesh vertices 

A situation that requires specific consideration is when 
boundary mesh edges are split. In these cases, the new 
contact mesh vertices geometrically not on specific die 
surfaces and other new mesh vertices inside die surfaces 
need to be placed on the die surfaces as illustrated in Figure 
14. Repositioning of the new mesh vertices is conducted 
through a vertex snapping procedure [20]. 

 
 

(a) New refinement mesh vertex in 
contact to be snapped 

 
 

(b) New refinement mesh vertex 
in contact snapped 

Figure 14. Snapping of new contact refinement 
mesh vertices 

Free surface smoothing 

It has been observed that in cases where the mesh used is 
not a good approximation to the smooth geometry of the 
workpiece free surfaces, the simulation accuracy can 
degrade [3]. Subdivision surface procedures can be adopted 
during refinement of the free surfaces to approximate the 
actual surface curvature. In the developed procedure, the 
position of the subdivision points along the boundary mesh 
edges are calculated in the form of interpolation functions 
through employing a modified butterfly scheme [22,23]. 
The interpolation templates to be applied are selected based 
on the mesh entity classification and the adjacency around 
the mesh edges in the local boundary mesh. 

5.4 Local Transfer of History Dependent 
Solution Information 

Operations like remeshing or local mesh modifications 
require the history-dependent solution fields be accurately 
transferred from the original mesh to the modified mesh so 
that the computation can be resumed and continued from 
the updated reference state. When the deformed mesh is 
updated through a local mesh modification operation, the 
solution fields for only the involved local mesh need to be 
transferred. 

There are two methods used to transfer solution parameters. 
They involve using a) the existing interpolants or b) new 
interpolants defined to satisfy certain desired properties. 
Since only the solution information over the modified local 
mesh is transferred depending on individual local mesh 
modifications, the required calculations are local and 
efficient. 

 



 
 

6. INDUSTRIAL APPLICATIONS 

A back extrusion problem and a steering link problem are 
investigated to demonstrate the capabilities developed in 
this study. To show the improvements achieved, both of the 
problems are solved by using DEFORM only and the 
automated mesh modification procedure (which uses 
DEFORM as FEM engine) and the solutions are compared. 
Results obtained are presented and discussed below. 

6.1 A Back Extrusion Problem 

A back extrusion problem shown in Figure 16 is 
considered. The plastic behavior of the material is specified 
with a material flow stress function. A total stroke of 7.2 
inches is defined, which corresponds to 180 steps with a 
stroke of 0.04 inch per step. The allowed geometric 
interference is 0.07 inch. The initial mesh of workpiece 
consists of 906 mesh vertices and 5433 mesh regions. 

The problem is solved by 1) using DEFORM’s remeshing 
procedure and 2) using the automated mesh modification 
procedure. The simulation requires 13 DEFORM’s 
remeshings and 9 mesh enrichment steps, respectively (see 
Table 1).  

 

Figure 16. A Back Extrusion Problem 

Table 1: Remeshings and Mesh Enrichments used 

Remeshings At 
Step 

Number  of 
Elements 

 Mesh 
Enr ichments 

At 
Step 

Number  of 
Elements 

1 5 10049   1 5 7041 
2 12 10834     
3 22 10763  2 19 10575 
4 26 14171      
5 41 21158     
6 52 21605  3 50 10890 
7 65 21754  4 72 13077 
8 81 21727     
9 92 23242  5 99 14246 
10 112 24698  6 120 17952 
11 134 24599  7 133 25219 
12 154 25272  8 155 30325 
13 166 24771  9 172 38136 

In Figure 17 the maximum dihedral angles of the 
workpiece mesh are compared before and after the 
remeshings and the mesh enrichments, respectively. It can 

be seen the mesh quality is stably and largely improved 
through the mesh enrichments, particularly during the later 
stages of the simulation. 

 
(a) By remeshings 

 
(b) By mesh enrichments 

Fig 17. Changes of the maximum dihedral angles 
before and after remeshings/mesh enrichments 

A temperature field updated by the local mesh modification 
dependent solution transfer operators is shown in Figure 
18. As can be seen, solution transfer does not lose any 
significant information. As expected, the global transfer 
demonstrated a greater diffusion of peak values.  

Four steps of the simulation process are given in Figure 19. 
From the figure, it can be seen that the contact surface 
between the moving die and the workpiece is well captured 
by controlling the workpiece-die geometric interference. 
Furthermore, it can be observed that high mesh density is 
obtained around high strain gradient regions, which are in 
the vicinity of moving die surface. 

 
(a) Original mesh with 

temperature field 

 

(b) Updated mesh with 
temperature field 

Figure 18. Updated temperature field by local 
transfer operators 



 
 

 

(a) Step 0 (Initial) 

 

(b) Step 25 

 

(c) Step 125 
 

(d) Step 180 (completion) 

Figure 19. Interior workpiece mesh produced by 
automated mesh modification procedure 

6.2 A Steering Link Problem 

A steering link problem shown in Figure 20 is considered. 
The plastic behavior of the material is specified with a 
material flow stress function. A total stroke of 41.7mm is 
defined, which corresponds to 278 steps with a stroke of 
0.15mm per step. The allowed geometric interference is 
1.0mm. The initial workpiece mesh consists of 6765 mesh 
vertices and 28885 mesh regions. 

The problem is solved respectively by 1) DEFORM’s 
remeshing procedure and 2) the mesh modification 
procedure. The first remeshing/mesh enrichment is needed 
at STEP 112. It takes 35 DEFORM’s remeshings and 18 
mesh modification steps. 

 
Bottom die (top view) 

 

 

 

Initial state of the simulation  
Initial workpiece mesh 

Figure 20. Setup of a steering link problem 

Improvements of element quality 

The quality of the workpiece mesh is improved stably by 
the mesh enrichments through the entire simulation 
process. Figure 21 shows the improvements to the 
maximum dihedral angles before and after the mesh 
enrichments. 

 

Figure 21. Element quality improved through 
mesh enrichments 

Mesh size control 

The workpiece mesh is adapted to control solution error 
and the geometric approximation. The maximum edge 
length increases from 11.98mm in the initial mesh to 
24.49mm in the final mesh while the minimum edge length 
decreases from 0.92mm to 0.30mm. The effects of mesh 
adaptivity are shown in Figure 22. 

The interior mesh density and effective strain of the final 
workpiece mesh are compared between the adaptive 
enrichment based and the remeshing based simulations as 
shown in Figure 23. 

The simulation ends with a final mesh containing 24729 
mesh vertices and 115483 mesh regions. The estimated 
relative error in effective strain decreases from 11.69% at 
STEP 112 to 6.53% at the end. The final mesh is compared 
with the one obtained by DEFORM’s remeshings in Figure 
24.  

7. CLOSING REMARKS 

This paper has considered an automated adaptive mesh 
control procedure for metal forming simulations. The 
adaptive mesh control is executed through the controlled 
applications of mesh modification operators, which are 
based on an adaptively defined mesh size field. To properly 
maintain the workpiece boundary conditions, the model 
topology of the workpiece mesh is updated consistently 
with the solution information. The mesh size field is 
obtained by accounting for discretization errors through an 
h-adaptive procedure guided by error indicators and 
procedures to control the geometric approximations. 

The adaptive mesh modifications are applied to two 3-D 
forming problems and compared with a procedure that 
employs complete remeshings. The results demonstrate the 
ability of adaptive mesh modification procedures to 



 
 

properly deal with any of the complications that can arise 
during the simulation. Mesh modification based adaptive 
procedures have also been applied to transient flow 
simulations including ones with bodies in relative motion. 

 
Step 120 

 
Step 160 

 
Step 180 

 
Step 200 

 
Step 220 

 
Step 240 

 
 

Step 260 

 
Completion 

Figure 22. Mesh adapted consistently with the 
effective strain profile 

 

 
By mesh enrichments 

 

 
By remeshings 

(a) Interior mesh density profile 

 
By mesh enrichments 

 
By remeshings 

(b) Interior effective strain profile 

 

Figure 23. The final interior mesh density and 
effective strain profiles 

 
(a) By mesh enrichments 

 
(b) By remeshings 

(12046 mesh vertices and 51987 mesh regions) 

Figure 24. Final meshes of the workpiece 
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